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ABSTRAK 

 

Beton merupakan salah satu komponen terpenting dalam suatu bangunan karena 

beton mempunyai banyak stuktur, salah satunya tahan terhadap tegangan tekan 

dan mudah dibentuk sesuai dengan kebutuhan. Pada dasarnya beton dibuat 

dengan mencampurkan semen Portland atau semen hidrolik lainnya, agregat 

kasar, agregat halus (pasir) dan air menjadi satu kesatuan, kemudian mengeras 

dalam waktu tertentu. Penggunaan semen pada pembuatan beton digunakan 

sebagai bahan pengikat hidrolisis hasil penggilingan bersama-sama terak semen 

Portland dan gypsum dengan satu atau lebih bahan organik. Umumnya semen 

memiliki panas hidrasi rendah sampai sedang, tahan terhadap serangan sulfat, 

kekuatan tekan awal lebih rendah dibandingkan kuat tekan akhir yang lebih 

tinggi. Pemanfaatan limbah dalam pembuatan beton dapat dibuktikan secara 

teknis sebagai bahan tambah untuk campuran. Limbah dari abu tempurung 

kelapa yang dihasilkan dari limbah hasil proses pemecahan buah kelapa untuk 

diambil airnya, selama ini belum dimanfaatkan secara optimal. Tujuan dari 

penelitian ini untuk mengetahui pengaruh penambahan abu tempurung kelapa 

variasi 0%, 3%, 6%, dan 9% terhadap kuat tekan beton. Hasil dari penelitian ini 

di dapatkan kuat tekan pada beton normal pada umur 28 hari dengan kuat tekan 

28,67 Mpa dan optimum variasi 9% pada 28 hari dengan kuat tekan sebesar 

32,82 Mpa. Hal ini membuktikan bahwa pengaruh penambahan abu tempurung 

kelapa dalam campuran pembuatan beton dapat meningkatkan kuat tekan beton. 

 

Kata Kunci : Abu Tempurung Kelapa, Beton, Kuat Tekan 
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ABSTRACT 

 

Concrete is one of the most important components in a building because 

concrete has many structures, one of which is resistant to compressive stress and 

is easily formed according to needs. Concrete is basically made by mixing 

Portland cement or other hydraulic cement, coarse aggregate, fine aggregate 

(sand) and water into one unit, then hardens within a certain time. The use of 

cement in the manufacture of concrete is used as a hydrolyzed binder from 

grinding together Portland cement slag and gypsum with one or more organic 

materials. Generally cement has a low to medium heat of hydration, is resistant 

to sulfate attack, lower initial compressive strength compared to higher final 

compressive strength. The utilization of waste in concrete manufacturing can be 

technically proven as an additive to the mix. Waste from coconut shell ash, which 

is produced from the waste from the process of breaking coconut fruit for water, 

has not been optimally utilized so far. The purpose of this study was to determine 

the effect of the addition of coconut shell ash variations of 0%, 3%, 6%, and 9% 

on the compressive strength of concrete. The results of this study showed that 

the compressive strength of normal concrete at 28 days with a compressive 

strength of 28.67 Mpa and the optimum variation of 9% at 28 days with a 

compressive strength of 32.82 Mpa. This proves that the effect of adding coconut 

shell ash in the concrete making mixture can increase the compressive strength 

of concrete. 

 

Keywords: coconut Shell Chorcoal, Concrete, Compressive Strength  
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