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ABSTRAK

PENGARUH PENAMBAHAN ABU SEKAM PADI PADA

TANAH LEMPUNGMENGGUNAKAN UJI TRIAKSIAL

Kota Sekayu sebagian besar dilewati oleh sungai musi, sehingga daerah-daerah yang

berada di pesisir sungai musi tanahnya memiliki kandungan air yang tinggi sehingga

tegangan efektif menjadi rendah.Curah hujan dengan durasi yang lama disertai

intensitas yang tinggi merupakan salah satu faktor penyebab terjadinya bencana tanah

longsor. Kerugian akibat tanah longsor menggambarkan betapa besar upaya yang

dilakukan untuk mengantisipasi kelongsoran, dimana air memberikan kontribusi

terhadap terjadinya kelongsoran terutama pada tanah lempung. Tanah lempung yang

berkarakteristik sebagai tanah lunak sering kali menimbulkan masalah karena daya

dukung lemah dan masalah waktu konsolidasi yang lama. Abu sekam padi merupakan

salah satu limbah yang berasal dari pembakaran batang dan daun padi karena dapat

digunakan untuk menaikkan daya dukung tanah. Penelitian ini menganalisis pengaruh

penambahan abu sekam padi sebagai campuran dalam stabilisasi tanah sebesar 0%,

8%, 12% dan 16%. Berdasarkan pengujian di laboratorium dengan menggunakan

sampel tanah di Jalan Merdeka RT 14 Bawah Alai Kelurahan Balai Agung,

Kecamatan Sekayu, Sumatera Selatan. Disimpulkan Pengaruh abu sekam padi

membuat sudut geser tanah menjadi kecil atau berkurang. Sudut geser tertinggi

diperoleh pada saat penambahan abu sekam 8% yaitu sebesar 9,373 kPa. Pada saat

penambahan abu sekam padi sebesar 12% dan 16% hasil sudut geser tanah menurun

atau mengecil masing-masing 4,651 kPa dan 4,288 kPa. Penambahan variasi pada abu

sekam padi memberikan pengaruh pada nilai kohesi (c), secara keseluruhan dapat

dikatakan bahwa nilai sudut geser tanah meningkat seiring dengan semakin rendahnya

variasi pada campuran tanah.

Kata kunci : Kuat geser tanah, Variasi, Abu sekam padi



ABSTRACT

EFFECT OF RICE HUSK ASH ADDITION ON CLAY SOIL
USING TRIAXIAL TEST

Sekayu City is mostly passed by the Musi River, so that areas on the coast of the Musi
River have high water content so that the effective stress becomes low. Rainfall with a
long duration and high intensity is one of the factors that cause landslides. Losses due
to landslides illustrate how much effort is made to anticipate landslides, where water
contributes to the occurrence of landslides, especially in clay soils. Clay soils
characterized as soft soils often cause problems due to weak bearing capacity and
long consolidation time. Rice husk ash is one of the wastes derived from the burning
of rice stalks and leaves because it can be used to increase the bearing capacity of the
soil. This research analyzed the effect of adding rice husk ash as a mixture in soil
stabilization at 0%, 8%, 12% and 16%. Based on laboratory testing using soil samples
from Jalan Merdeka RT 14 Bawah Alai, Balai Agung Village, Sekayu District, South
Sumatra. It is concluded that the effect of rice husk ash makes the shear angle of the
soil smaller or reduced. The highest shear angle was obtained when the addition of
8% rice husk ash amounted to 9.373 kPa. When adding 12% and 16% rice husk ash,
the shear angle of the soil decreased to 4.651 kPa and 4.288 kPa, respectively. The
addition of variation in rice husk ash affects the cohesion value (c), overall it can be
said that the value of soil shear angle increases along with the lower variation in the
soil mixture.

Keywords: Soil shear strength, Variation, Rice husk ash
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