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ABSTRAK 

 

ANALISA KUAT TARIK BELAH MENGGUNAKAN LIMBAH KARET 

SEBAGAI SUBTITUSI AGREGAT HALUS 

 

Beton memiliki nilai kuat tekan lebih tinggi dibanding dengan kuat tarik belahnya. 

Selain itu beton juga dapat dibuat dengan berbagai mutu dan dapat disesuaikan dengan 

kebutuhan konstruksi. Beton digunakan pada semua jenis konstruksi, hal ini disebabkan 

oleh mudahnya memperoleh bahan penyusunan beton dan kesederhanaan dalam 

pembuatan beton.Tujuan penelitian ini adalah mengetahui limbah ban karet sebagai 

subtitusi pasir berpengaruh terhadap kuat tarik belah beton,pengggunaan limbah ban karet 

dapat berpengaruh terhadap nilai slump pada campuran beton dan mengetahui 

penggunaan limbah ban karet dapat berpengaruh terhadap nilai slump pada campuran 

beton. Penelitian ini menggunakan metode eksperimental dilakukan di Laboratorium 

Universitas Indo Global Mandiri, Untuk limbah ban karet diambil dari bengkel motor. 

Peralatan yang digunakan pada penelitian ini adalah timbangan,satu set saringan, mesin 

penggetar,piknometer,tabung ukur,kerucut abrams,oven,mesin pengaduk,cetakan benda uji 

silinder, mesin uji kuat silinder dan Adapun bahan yaitu semen,pasir,agregat kasar,limbah 

ban karet dan air. hasil analisa dengan adanya penambahan limbah ban karet sebagai 

subtitusi pasir menujukan nilai kuat tarik belah dari campuran beton menurun. Pengaruh 

nilai Slump terhadap penambahan limbah ban karet sebagai subtitusi pasir. Pengaruh 

penambahan limbah ban karet terhadap nilai Slump semakin banyak penggunaan limbah 

ban karet maka nilai slump semakin rendah 

 

Kata kunci  Limbah Karet, Kuat Tarik,Agregat,Beton  
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ABSTRACT 

 

TENSILE STRENGTH ANALYSIS USING WASTE RUBBER AS A SUBSTITUTE 

FOR FINE AGGREGATE 

 

Concrete has a higher compressive strength value than its tensile strength. In 

addition, concrete can also be made with various qualities and can be adjusted to the 

needs of construction. Concrete is used in all types of construction, this is due to the ease 

of obtaining concrete preparation materials and the simplicity in making concrete. The 

purpose of this study is to find out that rubber tire waste as a sand substitute has an effect 

on the tensile strength of concrete, the use of rubber tire waste can affect the slump value 

in concrete mixtures and knowing the use of rubber tire waste can affect the slump value 

in concrete mixtures. This research uses an experimental method conducted at the 

Laboratory of Indo Global Mandiri University, for rubber tire waste taken from the 

motorcycle workshop. The equipment used in this study is scales, a set of sieves, vibrating 

machines, pycnometers, measuring tubes, abrams cones, ovens, stirring machines, 

cylindrical test specimen molds, cylindrical strength testing machines and as for 

materials, namely cement, sand, coarse aggregate, waste rubber tires and water. The 

results of the analysis with the addition of rubber tire waste as a substitute for sand show 

that the tensile strength value of the concrete mixture decreases. The effect of Slump value 

on the addition of rubber tire waste as a substitute for sand. The effect of adding rubber 

tire waste on the Slump value, the more use of rubber tire waste, the lower the slump value 

 

Keywords Waste Rubber, Tensile Strength,Aggregate,Concrete  
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