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ABSTRAK 

 

 

 
ANALISIS KUAT TEKAN BETON DENGAN SUBSTITUSI ABU 

SEKAM PADI TERHADAP PENGGUNAAN SEMEN DENGAN 

VARIASI SUHU 

 

 

 
Penambangan bahan baku semen yang dilakukan secara terus menerus berdampak pada 

kerusakan alam. Hal tersebut mendorong ditemukannya material–materialalternatif sebagai 

bahan tambahan pada pembuatan beton. Sekam padi yang dibakar selama 4 jam pada 

temperatur 500ºC akan menghasilkan abu sekam padi (ASP) dengan kandungan silika 

(SiO2) sebesar 94-96%. Jumlah penggunaan abu sekam padi yang digunakan adalah 

sebanyak 10% dengan variasi suhu pemanasan 80°c, 100°c, dan 110°c dan nilai kuat tekan 

yang direncanakan adalah fc’20. Beton sekampadi dengan suhu 80ºc dan 110ºc memiliki 

nilai kuat tekan yang lebih rendah dibanding 100º. Pengaruh penggunaan abu sekam padi 

sebagai substitusi semen sendiri mendapatkan nilai kuat tekan paling optimum pada variasi 

10% dengan suhu pemanasan 100º dan mengalami kenaikan sebesar 0,016% atau 

22,88 Mpa dari nilai kuat tekan beton normal sebesar 22,5 Mpa.Umur beton sangat 

berpengaruh terhadap nilai kuat tekan beton sekam padi, semakin lama umur beton maka 

akan semakin meningkat nilai kuat tekannya. 

Kata kunci: abu sekam padi, kuat tekan beton, suhu, umur beton. 
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ABSTRACT 

 

 

 

Analysis Of The Compressive Strength Of Concrete By Subtituting 

Rice Husk Ash For The Use Of Cement WithTemperature Variations 

 

 
Mining of cemen raw materialwhich is carried out continusouly has an impact on 

natural damage. This encourages the discovery of alternative materials as additives 

in the manufacture of concrete. Rice husk which is burned for 4 hours at a 

temperature of 500ºC will produce rice hush ash (ASP) with a silica (SiO2) content 

of 94-96%. The amount of rice husk ash used is 10% with variations in heating 

temprature of 80ºC, 100ºC,and 110º and the planned compressive strength value is 

fc’20. Rice husk concrete with temperatures of 80°c and 110°c has a higher 

compressive strength value. lower than 100º. The effect of using rice husk ash as a 

substitute for cement itself is to get the most optimum compressive strength value at 

10% variation with a heating temperature of 100º and an increase of 0.016% or 

22.88 MPa from the normal concrete compressive strength value of 22.5 MPa. The 

age of concrete is very influential to the compressive strength value of rice husk 

concrete, the longer the age of the concrete, the higher the compressive strength 

value will be. 

Keywords: rice husk ash, compressive strength of concrete, temperature, age of 

concrete. 
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