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ABSTRAK 

 

 
Beton ialah eksplanasi yang bermula dari semen, kerikil, batu halus serta air, 

campuran beton dapat ditambah dengan bahan pengikat lain. Semen merupakan salah 

satu bahan penyusun beton yang dimana semen berfungsi sebagai pengikat dan 

pengisi antara agregat kasar dan halus dalam beton, campuran antara agregat kasar 

dan halus,air serta semen. Diperlukan suatu bahan baru yang dapat menggantikan 

semen atau mengurangi kebutuhan semen karena pasokan bahan baku pembuatan 

semen semakin menipis karena penggunaan yang semakin meningkat. Fly ash 

merupakan salah satu bahan yang sering digunakan sebagai pengganti semen yang 

terbuat dari limbah industri. Fly ash mengandung silika dan aluminia, yang 

keduannya dapat membentuk hingga 80% komposisi kimiannya. Fly ash juga dapat 

digunakan sebagai pengganti semen untuk meningkatkan sifat-sifat tersebut. Tujuan 

dari pengaruh penggunaan bahan tambah fly ash dalam penelitian ini ialah untuk 

mengetahui pengaruh penambahan fly ash sebagai substitusi semen terhadap kuat 

tekan beton serta mengetahui pengaruh variasi suhu 80°C, 100°C, 110°C selama 5 

jam terhadap kuat tekan beton. Metode yang digunakan pada penelitian ini adalah 

metode eksperimen berdasarkan Standar Nasional Indonesia (SNI) dan American 

Society for Testing and Materials (ASTM). 

Hasil dari penelitian pengujian kuat tekan beton normal dengan menggunakan 

variasi suhu fly ash sebagai substitusi semen dengan suhu 80ºC, 100ºC, dan 110ºC 

terhadap nilai kuat tekan tertinggi pada suhu 80ºC dikarenakan pada suhu tersebut 

nilai kuat tekan beton pada umur 28 hari mencapai target kuat tekan yang 

direncanakan sebesar 21,16 Mpa. Sedangkan nilai kuat tekan pada suhu 100ºC dan 

110ºC mengalami penurunan dalam setiap kuat tekannya yang artinya dimana dalam 

setiap penambahan suhu yang dilakukan maka kuat tekan nya dapat menurun 

sehingga mempengaruhi hasil dari nilai kuat tekan itu sendiri. 

 
Kata Kunci: Beton, Fly Ash, Suhu. 
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ABSTRACT 

 
 

Concrete is a clarification derived from cement, gravel, fine stone and 

water, the concrete mixture can be added with other binders. Cement is one of the 

building blocks of concrete where cement functions as a binder and filler between 

coarse and fine aggregates in concrete, a mixture of coarse and fine aggregates, 

water and cement. A new material is needed that can replace cement or reduce the 

need for cement because the supply of raw materials for cement production is 

dwindling due to increased use. Fly ash is a material that is often used as a substitute 

for cement made from industrial waste. Fly ash contains silica and alumina, both of 

which can make up up to 80% of its chemical composition. Fly ash can also be used 

as a substitute for cement to improve these properties. The purpose of the effect of 

using fly ash added material in this study was to determine the effect of adding fly 

ash as a substitute for cement on the compressive strength of concrete and to 

determine the effect of temperature variations of 80°C, 100°C, 110°C for 5 hours on 

the compressive strength of concrete. The method used in this study is an 

experimental method based on the Indonesian National Standard (SNI) and the 

American Society for Testing and Materials (ASTM). 

The results of the research on normal concrete compressive strength testing using fly 

ash temperature variations as a substitute for cement with temperatures of 80ºC, 

100ºC, and 110ºC for the highest compressive strength value at 80ºC because at that 

temperature the compressive strength value of concrete at 28 days of age reaches the 

target compressive strength which is planned at 21.16 MPa. Meanwhile, the 

compressive strength values at 100ºC and 110ºC decreased for each compressive 

strength, which means that with each addition of temperature, the compressive 

strength can decrease, thus affecting the results of the compressive strength value 

itself. 

 
Keywords: Concrete, Fly Ash, Temperature. 
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