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ABSTRAK

Bangunan konstruksi pada saat ini umumnya menggunakan beton sebagai bahan

struktur utama. Hal ini dikarenakan beton mempunyai beberapa sifat yang

menguntungkan berupa bahan baku beton yang mudah didapat, harga relatif murah,

mudah dibentuk sesuai kebutuhan dan tidak memerlukan biaya yang terlalu mahal

untuk perawatannya. Beton serat bersifat lebih daktail, kekuatan lentur dan kekuatan

tarik beton akan meningkat, beton juga memiliki ketahanan beban kejut dan beban

lelah dengan baik, dan mengurangi retak-retak penyusutan. Beton polimer juga

banyak memberi keuntungan dibandingkan beton konvensional, termasuk kekuatan

tinggi stabilitas pemadatan yang unggul, tahan terhadap zat kimia, korosi dan kedap

air. Penelitian ini untuk menganalisa pengaruh penambahan serat kawat bendrat pada

campuran beton dengan tujuan untuk meningkatkan sifat-sifat beton yaitu dari kuat

tarik belah beton untuk mengetahui nilai optimum yang didapat dari hasil pengujian

beton. Penelitian yang dilakukan menggunakan metode eksperimental. Benda uji

yang digunakan adalah silinder 10x20 cm, sebanyak 9 benda uji masing-masing

persentase penambahan serat kawat bendrat. Hasil pengujian beton pada umur 28

hari menunjukkan nilai kuat tarik belah beton epoxy 4% dengan kawat bendrat 2%

ialah 3,38 MPa, nilai kuat tarik belah beton epoxy 4% dengan kawat bendrat 2,5%

ialah 3,41 MPa, dan nilai kuat tarik belah beton epoxy 4% dengan kawat bendrat 3%

ialah 3,45 MPa. Dari hasil kuat tarik belah beton dapat disimpulkan bahwa nilai

optimum dari campuran epoxy 4% dan kawat bendrat 3% sebesar 3,45 MPa.

Penambahan serat kawat bendrat dapat meningkatkan nilai kuat tarik belah beton.

Kata kunci : Serat Kawat Bendrat, Epoxy Resin, Kuat Tarik Beton, Nilai Optimum.
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ABSTRACT

Construction buildings currently generally use concrete as the main structural

material. This is because concrete has several beneficial properties in the form of

concrete raw materials that are easy to obtain, relatively cheap, easy to shape

according to needs and do not require too much maintenance costs. Fiber concrete is

more ductile, the flexural strength and tensile strength of concrete will increase,

concrete also has good resistance to shock loads and fatigue loads, and reduces

crack shrinkage. Polymer concrete also provides many advantages over conventional

concrete, including high compaction strength, resistance to chemicals, corrosion and

airtightness. This research is to analyze the effect of adding bendrat wire fibers to

the concrete mixture with the aim of improving the properties of the concrete, namely

the tensile strength of concrete splits to determine the optimum value obtained from

the concrete test results. The research was conducted using experimental methods.

The test object used was a 10x20 cm cylinder, 9 test objects each with a percentage

of added bendrat wire fiber. The results of concrete testing at the age of 28 days

show the splitting tensile strength value of 4% epoxy concrete with 2% bending wire,

namely 3.38 MPa, the splitting tensile strength value of 4% epoxy concrete with

2.5% bending wire, for example 3.41 MPa, and the value The split tensile strength of

4% epoxy concrete with 3% bending wire is 3.45 MPa. From the results of the

concrete split tensile strength, it can be concluded that the optimum value of a

mixture of 4% epoxy and 3% bending wire is 3.45 MPa. The addition of bendrat wire

fibers can increase the split tensile strength value of concrete.

Keywords : Bendrat Wire Fiber, Epoxy Resin, Concrete Tensile Strength, Optimal

Value.
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